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No. : GZIN180500819CCM
Date : May. 28, 2018
Page: 1of 2

CLIENT NAME: SHENZHEN JIAHE CO.,LTD
ADDRESS: XIANDONG VILLAGE CHIGANG TOWN PUNING JIEYANG CITY GUANGDONG
PROVINCE PR CHINA

The following sample(s) was/ were submitted and identified on behalf of the client as:

Sample Name : PVC Flooring

SGS Ref. No. : GZIN180500819CCM, GZIN1805021208PC
Test Performed . Selected test(s) as requested by applicant
Date of Receipt : May. 17,2018

Test Period : May. 17, 2018 to May. 24, 2018

Test result(s) . Please refer to the following page(s)

********TO be Continued********

Signed for

SGS-CSTC Standards Technical
Services Co., Ltd. GZ Branch Testing
Center

k‘)

Eleain Fan
Authorized signatory

** Unless otherwise stated the results shown in this test report refer only to the sample(s) tested. The report should not be reproduced
except in full without written approval from the Company
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Test Information:

Sample description: See photo
Test item: Effect of a castor chair
Test method: EN 425: 2002
Test condition:

Inspect the surface of the castors, and if necessary, clean them with a cotton pad impregnated with
denatured ethanol, and dry. Pre-clean the test piece with a vacuum cleaner.

Fix the base for the test piece on the circular plate, and lower the triangular platform to allow the castors
to come into contact with the test piece. Preset the counter for 25000 revolutions of the plate and set the
apparatus in motion with the suction nozzle being operated continuously.

At the end of the test, examine the test piece for appearance change from a distance of approximately
800 mm at an approximate angle of 45° and from all directions by slowly rotating the viewing table.

There should not be any damage caused by detachment of layers, opening joints, or crazing. Ignore any
flattening or change in appearance, e.g. change in gloss.

Test result: No visible damage

Note: All test specimens were cut from the sample.

Photo:

********End Of report********
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